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BIC GRAPHIC 
14421 MYERLAKE CIRCLE  
CLEARWATER PINELLAS  
FL 33760 UNITED STATES 
 
 
The following samples were submitted and identified on behalf of the client as: 
COLORED STRESS BALL, HEART STRESS BALL, STAR STRESS BALL, GLOBE STRESS BALL, 
HARD HAT STRESS BALL, SPUNKY STRESS GUY, STRESS MINIS , ANTI STRESS DICE 
 

SGS Case No. : HKHL141200071033 

Style / Item No. : 40263, 40259, 40264, 40269, 40322, 40386, 40611, 45873 

Ref. No / P.O. No. : 4269 

Quantity Submitted  : 13 STYLES 

Manufacturer Date : 2013/2014 

Country of Origin : CHINA 

Country of Destination : US & CANADA 

1
st
 Sample Receiving Date : DEC 22, 2014 

2
nd

 Sample Receiving Date : DEC 30, 2014 

3
rd

  Sample Receiving Date : JAN 16, 2015 

Test Performing Date : DEC 22, 2014 – JAN 22, 2015 

 

Test Requested : Please refer to the result summary. 

   

Test Method & Results : Please refer to next page(s). 
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Result Summary :  

  Test Requested Conclusion  

  1. As Per Client’s Requirement (Selected test parts 
as specified by client) 

-- 

  a) Lead content in Textiles and Plastic PASS 

  b) Di-(2-ethylhexyl) phthalate (DEHP), Benzyl 
butyl Phthalate (BBP), Dibutyl Phthalate (DBP), 
Diisononyl Phthalate (DINP), Diisodecyl 
Phthalate (DIDP) and Di-n-hexyl phthalate 
(DnHP) content 

PASS 

  c)  Tris (1,3-dichloro-2-propyl) phosphate content PASS 

  2. CPSIA section 101(a)(2) – 
Lead in accessible substrate materials 
(Including Children’s Metal Jewelry) (Selected 

test parts as specified by client) 

PASS 

 
 
 
Signed for and on behalf of 
SGS Hong Kong Ltd. 

 
 . 
Che Wai Leuk, Jerry 
Section Manager 
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Test Results : 
 
1. Client’s Requirement 
 
a) Lead content in Textiles and Plastic 
 
Method : With reference to EPA 3050B.  Analysis was performed by Atomic Absorption Spectrometry or 

Inductively Coupled Argon Plasma – Atomic Emission Spectrometry. 
 

Result (ppm) 
Test Item 

1 – 13 

Reporting 
Limit (ppm) 

Client’s Limit 
(ppm) 

Lead (Pb) ND 20 100 

Comment PASS -- -- 

 
Sample Description : 
1. Blue Foam w/ Tropical Blue Printing (Stress Ball) (#1 – 40263) 
2. Black Foam w/ Black Printing (Stress Ball) (#2 – 40263) (Sample received on Jan 16 2015) 
3. Red Foam w/ Red Printing (Heart Stress Ball) (#3 – 40259) 
4. Dull Blue Foam w/ Blue Printing (Start Stress Ball) (#4 – 40264) 
5. Yellow Foam w/ Yellow Printing (Hard Hat Stress Ball) (#5 – 40322) (Sample received on Dec 30 2014) 
6. Dk. Blue Foam w/ Dk. Blue, Green Printing (Globe Stress Ball) (#6 40269) 
7. Yellow Foam w/ Black, Lt. Orange Printing (Upper Part of Spunky Stress Guy) (#7 – 40386) 
8. Lt. Blue Foam w/ Lt. Blue, Black Printing (Upper Part of Spunky Stress Guy) (#8 – 40386) 
9. Pink Foam w/ Pink, Black Printing (Upper Part of Spunky Stress Guy) (#9 – 40386) 
10. Lt. Yellow Foam w/ Lt. Yellow, Black Printing (Upper Part of Spunky Stress Guy) (#10 – 40386) 
11. Lt. Green Foam w/ Lt. Green, Black Printing (Upper Part of Spunky Stress Guy) (#11 – 40386) 
12. White Foam w/ White Printing (Stress Minis) (#12 – 40611) 
13. Orange Foam w/ Orange, White Printing (Anti Stress Dice) (#13 – 45873) 
 
Note : 1. ppm = parts per million 
  2. ND = Not Detected 
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Test Results (Cont’d): 
 
 
b) Di-(2-ethylhexyl) phthalate (DEHP), Benzyl butyl Phthalate (BBP), Dibutyl Phthalate (DBP), Diisononyl 

Phthalate (DINP), Diisodecyl Phthalate (DIDP) and Di-n-hexyl phthalate (DnHP) content 
 
Method : With reference to CPSC-CH-C1001-09.3. Analysis was performed by Gas Chromatography / Mass 

Spectrometry 

Result (ppm) 
Test Item 

1-5 

Reporting 
Limit (ppm) 

Client’s 
Limit (ppm) 

Di-(2-ethylhexyl) phthalate (DEHP) ND 30 1000 

Benzylbutyl Phthalate (BBP) ND 30 1000 

Dibutyl Phthalate (DBP) ND 30 1000 

Diisononyl Phthalate  (DINP) ND 100 1000 

Diisodecyl Phthalate  (DIDP) ND 100 1000 

Di-n-hexyl phthalate (DnHP) ND 50 1000 

Comment PASS -- -- 

 
Sample Description : 
1. Black Foam w/ Black Printing (Stress Ball) (#2 – 40263) (Sample received on Jan 16 2015) 
2. Red Foam w/ Red Printing (Heart Stress Ball) (#3 – 40259) 
3. Dull Blue Foam w/ Blue Printing (Start Stress Ball) (#4 – 40264) 
4. Yellow Foam w/ Yellow Printing (Hard Hat Stress Ball) (#5 – 40322) (Sample received on Dec 30 2014) 
5. White Foam w/ White Printing (Stress Minis) (#12 – 40611) 
 
Note : 1. ppm = parts per million 

2. ND = Not Detected 
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Test Results (Cont’d): 
 
c) Tris (1,3-dichloro-2-propyl) phosphate content 
 
 
Method : Solvent extraction, followed by analysis using Gas Chromatography – Mass Spectrometry (GC-MS). 
 

Result (ppm) 
Test Item 

1-13 

Reporting Limit 
(ppm) 

Client’s Limit 
(ppm) 

Tris (1,3-dichloro-2-propyl) phosphate  ND 5 25 

Comment PASS -- -- 

 
Sample Description : 
1. Blue Foam (Stress Ball) (#1 – 40263) 
2. Black Foam (Stress Ball) (#2 – 40263) (Sample received on Jan 16 2015) 
3. Red Foam (Heart Stress Ball) (#3 – 40259) 
4. Dull Blue Foam (Start Stress Ball) (#4 – 40264) 
5. Yellow Foam (#5 – 40322) (Sample received on Dec 30 2014) 
6. Dk. Blue Foam (Globe Stress Ball) (#6 40269) 
7. Yellow Foam (Upper Part of Spunky Stress Guy) (#7 – 40386) 
8. Lt. Blue Foam (Upper Part of Spunky Stress Guy) (#8 – 40386) 
9. Pink Foam (Upper Part of Spunky Stress Guy) (#9 – 40386) 
10. Lt. Yellow Foam (Upper Part of Spunky Stress Guy) (#10 – 40386) 
11. Lt. Green Foam (Upper Part of Spunky Stress Guy) (#11 – 40386) 
12. White Foam (Stress Minis) (#12 – 40611) 
13. Orange Foam (Anti Stress Dice) (#13 – 45873) 
 
Note : 1. ppm = parts per million 

2. ND = Not Detected 
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Test Results (Cont’d): 
 
2. CPSIA section 101(a)(2) – Lead in accessible substrate materials (Including Children’s Metal 

Jewelry) 
 
Method : 
a) Non-Metal – CPSC-CH-E1002-08.1 ‘Standard Operation Procedure for Determining Total Lead (Pb) in 

Non-Metal Children Product’ 
 
Individual Component Result 
 

Result (%) 
Test Item 

1-13 

Reporting 
Limit (%) 

Permissible 
Limit (%) 

Lead (Pb) ND 0.002 0.010** 

Comment PASS  -- -- 

 
** Comment is based on the 0.01 % limit requirement, effective 14 August, 2011. The requirements for Lead in 

substrate in children’s products is summarized below 
 

Scope Requirement Effective date 

≤ 0.06 % 10 February 2009  

≤ 0.03 % 14 August 2009 Lead in accessible substrate 

≤ 0.01% 14 August 2011 

 
 
Sample Description : 
1. Blue Foam w/ Tropical Blue Printing (Stress Ball) (#1 – 40263) 
2. Black Foam w/ Black Printing (Stress Ball) (#2 – 40263) (Sample received on Jan 16 2015) 
3. Red Foam w/ Red Printing (Heart Stress Ball) (#3 – 40259) 
4. Dull Blue Foam w/ Blue Printing (Start Stress Ball) (#4 – 40264) 
5. Yellow Foam w/ Yellow Printing (Hard Hat Stress Ball) (#5 – 40322) (Sample received on Dec 30 2014) 
6. Dk. Blue Foam w/ Dk. Blue, Green Printing (Globe Stress Ball) (#6 40269) 
7. Yellow Foam w/ Black, Lt. Orange Printing (Upper Part of Spunky Stress Guy) (#7 – 40386) 
8. Lt. Blue Foam w/ Lt. Blue, Black Printing (Upper Part of Spunky Stress Guy) (#8 – 40386) 
9. Pink Foam w/ Pink, Black Printing (Upper Part of Spunky Stress Guy) (#9 – 40386) 
10. Lt. Yellow Foam w/ Lt. Yellow, Black Printing (Upper Part of Spunky Stress Guy) (#10 – 40386) 
11. Lt. Green Foam w/ Lt. Green, Black Printing (Upper Part of Spunky Stress Guy) (#11 – 40386) 
12. White Foam w/ White Printing (Stress Minis) (#12 – 40611) 
13. Orange Foam w/ Orange, White Printing (Anti Stress Dice) (#13 – 45873) 
 
Note : 1. % = percentage by weight 
  2. 1% = 10000 mg/kg 

3. ND = Not Detected 
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*** End of Report *** 
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