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BIC GRAPHIC 
14421 MYERLAKE CIRCLE  
CLEARWATER PINELLAS  
FL 33760 UNITED STATES 
 
The following samples were submitted and identified on behalf of the client as: 
 
DOUBLE WALL ACRYLIC TUMBLER 18 OZ 

 
SGS Case No. : CA320202213899 
Item No. : 45856 
Test Request Form No. : 4033 
Quantity Submitted  : 35 PCS OF 7 STYLES 
Manufacturer Date : 2018 
Shipment Order No. : 7093563, 7080004, 7079979, 7084360, 7075039, 7078950, 7078950 
Country of Origin : CHINA 
Country of Destination : CANADA, UNITED STATES 
Sample Receiving Date : FEB 25, 2020 
Test Performing Date : FEB 25 – MAR 03, 2020 

 
Test Requested : Please refer to the result summary. 
   
Test Method & Results : Please refer to next page(s). 
   
Result Summary :  
  Test Requested Conclusion 
  1. US California Proposition 65 – Lead content PASS 

  2. Connecticut General Statutes Title 21A 
Consumer Protection § 21a-12b Reusable 
Food and Beverage Containers Containing 
Bisphenol A: Prohibition; Enforcement – 
Total Bisphenol A (BPA) content  

PASS  

  3. US FDA 21 CFR 181.32 (Acrylonitrile 
Copolymers) – 
Determination of Amount of Residual 
Acrylonitrile 

PASS  
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Conclusion : PASS X 
 FAIL  
 INCONCLUSIVE  

 
 
 
Signed for and on behalf of 
SGS Hong Kong Ltd. 

 
 . 
Cheung  Cheuk Fung, Henry 
Assistant Operations Manager 
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Test Results : 
 
1. US California Proposition 65 –Lead Content 
 
Method (non-metallic materials): With reference to CPSC-CH-E1002-08.3 - Standard Operation Procedure for 
Determining Total Lead (Pb) in Non-Metal Children Product 
 

Test Item(s) Lead (Pb)  

Specimen Description    Result(s) 
(ppm) 

1. Transparent blue plastic (Exterior body) (#1-45856 Blue AS plastic exterior body, 
(report for lid & straw)) 

  ND 

2. Transparent plastic (Exterior body) (#2-45856 Clear AS plastic exterior body, 
(report for lid & straw)) 

  ND 

3. Transparent green plastic (Exterior body) (#3-45856 Green AS plastic exterior 
body, (report for lid & straw)) 

  ND 

4. Transparent orange plastic (Exterior body) (#4-45856 Orange AS plastic exterior 
body, (report for lid & straw)) 

  ND 

5. Transparent purple plastic (Exterior body) (#5-45856 Purple AS plastic exterior 
body, (report for lid & straw)) 

  ND 

6. Transparent red plastic (Exterior body) (#6-45856 Red AS plastic exterior body, 
(report for lid & straw))   ND 

7. Transparent grey plastic (Exterior body) (#7-45856 Smoke AS plastic exterior 
body, (report for lid & straw)) 

  ND 

8. Transparent plastic (Inner liner) (#8-45856 Clear AS plastic inner liner)   ND 
 
Note: - ppm = parts per million 
 - ND = Not Detected (lower than MDL) 
 - MDL = Method Detection Limit =10 ppm 
 - 1% = 10000mg/kg=10000ppm 

 
 
Remark: 1. Material information of the sample is pr ovided by the client. 
                2.Summary of reference limit(s) of Lead requirement: 
 

Requirement(s) Reference Limit of Lead 
(ppm) 

California Proposition 65 (County of 
Marin Case No. CIV 1104003) 

Paint and surface coating 90 

All other materials 100 
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2. Connecticut General Statutes Title 21A Consumer Protection § 21a-12b Reusable Food and Beverage 
Containers Containing Bisphenol A: Prohibition; Enf orcement – Total Bisphenol A (BPA) content 
 
Method : Solvent extraction followed by analysis with High Performance Liquid Chromatography – Tandem Mass 

Spectrometer (HPLC-MS/MS). 
 

Test Item 
Result (mg/kg) Reporting Limit 

(mg/kg) 
Requirement 

1 - 8 
Bisphenol A (BPA) ND 1 Prohibited 
Comment PASS  -- -- 

 
Sample Description: 
1. Transparent blue plastic (Exterior body) (#1-45856 Blue AS plastic exterior body, (report for lid & straw)) 
2. Transparent plastic (Exterior body) (#2-45856 Clear AS plastic exterior body, (report for lid & straw))  
3. Transparent green plastic (Exterior body) (#3-45856 Green AS plastic exterior body, (report for lid & straw)) 
4. Transparent orange plastic (Exterior body) (#4-45856 Orange AS plastic exterior body, (report for lid & 

straw)) 
5. Transparent purple plastic (Exterior body) (#5-45856 Purple AS plastic exterior body, (report for lid & 

straw)) 
6. Transparent red plastic (Exterior body) (#6-45856 Red AS plastic exterior body, (report for lid & straw)) 
7. Transparent grey plastic (Exterior body) (#7-45856 Smoke AS plastic exterior body, (report for lid & straw)) 
8. Transparent plastic (Inner liner) (#8-45856 Clear AS plastic inner liner)  
 
Note : 1. mg/kg = milligram per kilogram 

2. ND = Not Detected 
 
 
Remark: Material information of the sample is provi ded by the client. 
  



       Test Report No.: T32020220759SC Date: MAR 10, 2020 Page 5 of  6 
 

This document is issued by the Company subject to i ts General Conditions of Service printed overleaf, a vailable on request or accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx and, for electronic 
format documents, subject to Terms and Conditions f or Electronic Documents at http://www.sgs.com/en/Terms-and-Conditions/Terms-e-Document.aspx.  Attention is drawn to the limitation of liabilit y, 
indemnification and jurisdiction issues defined the rein. Any holder of this document is advised that i nformation contained hereon reflects the Company’s findings at the time of its intervention only and w ithin 
the limits of Client’s instructions, if any. The Co mpany’s sole responsibility is to its Client and th is document does not exonerate parties to a transac tion from exercising all their rights and obligatio ns under 
the transaction documents. This document cannot be reproduced except in full, without prior written ap proval of the Company. Any unauthorized alteration,  forgery or falsification of the content or appeara nce 
of this document is unlawful and offenders may be p rosecuted to the fullest extent of the law. 
 
Unless otherwise stated the results shown in this t est report refer only to the sample(s) tested and s uch sample(s) are retained for 30 days only. 
 
 

 

3. US FDA 21 CFR 181.32 (Acrylonitrile Copolymers) – Determination of Amount of Residual 
Acrylonitrile 
 
Method : With reference to US FDA 21 CFR 181.32 
 
For repeated-use articles : 
 

Extractants Test Condition 
Result 

(mg/inch2) 
Detection 

Limit 
(mg/inch2) 

Permissible 
Limit (mg/inch2) 

1 - 8 
Distilled Water 150oF for 2 hours ND 0.003 0.003 
3% Acetic acid 150oF for 2 hours ND 0.003 0.003 
50% Alcohol 150oF for 2 hours ND 0.003 0.003 
Comment -- PASS  -- -- 

 
Sample Description : 
1. Transparent blue plastic (Exterior body) (#1-45856 Blue AS plastic exterior body, (report for lid & straw)) 
2. Transparent plastic (Exterior body) (#2-45856 Clear AS plastic exterior body, (report for lid & straw))  
3. Transparent green plastic (Exterior body) (#3-45856 Green AS plastic exterior body, (report for lid & straw)) 
4. Transparent orange plastic (Exterior body) (#4-45856 Orange AS plastic exterior body, (report for lid & 

straw)) 
5. Transparent purple plastic (Exterior body) (#5-45856 Purple AS plastic exterior body, (report for lid & 

straw)) 
6. Transparent red plastic (Exterior body) (#6-45856 Red AS plastic exterior body, (report for lid & straw)  
7. Transparent grey plastic (Exterior body) (#7-45856 Smoke AS plastic exterior body, (report for lid & straw)) 
8. Transparent plastic (Inner liner) (#8-45856 Clear AS plastic inner liner)  
 
Note : 1. mg/inch2 = milligram per square inch 

2. ºF = degrees Fahrenheit 
3. ND = Not Detected 

 
 

 
Remark: Material information of the sample is provi ded by the client. 
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Photo Appendix 

 

 
Sample as received 

 
*** End of Report *** 
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