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AT-1407 

CLIENT INFORMATION: 

 

Company:   BIC Graphic 
Recipient:  Marilyn Garrett 
Recipient Email: marilyn.garrett@bicgraphic.com 
  
SAMPLE INFORMATION: 
Description: Colored Paper 2 Color, 2 Color Stick Up Grid 

(English), Memorable Muscle, Swimsuits, Scenic 
Stick Up Grid, 2 Color Stick Up Grid (Spanish), 
Mystique Stick Up Grid (Material only) 

Assortment: - Purchase Order Number: 1039 
Item No.: 5322, 5323, 5324, 5325, 

5326, 5327, 5329 
Toy Co./Agency: - 

Factory/Supplier/Vendor: Sun Process Country of Origin: USA 
Country of Distribution: USA & Canada Labeled Age Grade: - 
Quantity Submitted: 3 pieces (beige, grey & light 

blue) 
Requested Age Grade: - 

Testing Period: 2/2/17 – 2/6/17 Tested Age Grade: - 
 

 
 

 
    
Refer to page 2 for test result summary and appropriate notes. 
 
 

ANSECO GROUP, LLC  

 

 

David Ennis  
Manager, Chemical Laboratory  
 

 
 

 

OVERALL RESULT: 
 PASS 
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TEST RESULT SUMMARY: 
 
At the request of the client, the following tests were conducted: 
 

CONCLUSION TEST(S) CONDUCTED 

PASS Client Requirement, California Proposition 65, Total Lead in Substrates 

PASS Client Requirement, California Proposition 65, Phthalate Content (6) 
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DETAILED RESULTS:          
 
Client Requirement, California Proposition 65, Total Lead in Substrates 
 
Analytical determination by ICP-OES   
(Method: CPSC-CH-E1001-08.1 Metals and/or CPSC-CH-E1002-08.1 Non-Metals) 

 
Specimen No. 1 2 3 - - - 

Element/Limit Total Result Total Result Total Result Total Result Total Result Total Result 
Lead (Pb) 
100 ppm LT 5 LT 5 LT 5 - - - 

Conclusion PASS PASS PASS - - - 

 
LT = Less Than 
Results are reported in parts per million (ppm) 
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DETAILED RESULTS: 
   
Client Requirement, California Proposition 65, Phthalate Content (6)  
 
Analytical determination by GC/MS  (Method: CPSC-CH-C1001-09.3) 
 

 Specimen No. 

Phthalate 1 2 3 - - 
Client 
Limits 

(%) 
Dibutyl Phthalate  
(DBP) LT 0.01 LT 0.01 LT 0.01 - - 0.1 

Benzyl Butyl Phthalate  
(BBP) LT 0.01 LT 0.01 LT 0.01 - - 0.1 

Di-(2-ethylhexyl) 
Phthalate (DEHP) LT 0.01 LT 0.01 LT 0.01 - - 0.1 

Di-n-hexyl Phthalate 
(DnHP)  LT 0.01 LT 0.01 LT 0.01 - - 0.1 

Diisononyl Phthalate  
(DINP) LT 0.02 0.05 0.04 - - 0.1 

Diisodecyl Phthalate  
(DIDP) LT 0.02 LT 0.02 LT 0.02 - - 0.1 

Conclusion PASS PASS PASS - -  
  

LT = Less Than  
Results reported as percent by weight 
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SPECIMEN DESCRIPTION: 
 

  

Specimen No. Specimen Description (Color) Location 
1 Beige Plastic Sheet 
2 Grey Plastic Sheet 
3 Light Blue Plastic Sheet 
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SAMPLE PHOTO: 
 

 
 
 
 
                           -End Report- 
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